
Messrs No.

D/O No. Date

Material Size(mm.) Section Code Grade Amount(pcs.) Net Weight (k.g.)

STEEL 9×10 M 10 SR24 3,200 15,968.00

BAR

Cast Yield Tensile % Bend
No. Strength Strength Elongation Test

(MPa.) (MPa.)

A99999 0.2341 0.1867 0.0536 0.0268 0.5329 389 544 33.91 PASSED
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MECHANICAL PROPERTY

C Si S P Mn

CHEMICAL ANALYSIS(%)    

    10:Round Bar

Section Code

BANGKOK STEEL INDUSTRY PUBLIC CO.,LTD.

MILL CERTIFICATE

Cast No.

A99999


