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} ASIAN WIRE PRODUCTS COMPANY LIMITED

269 Moo 1, Mittraphap Road, Tambol Kok-Kruad, Amphur Mueang,

INSPECTION CERTIFICATE

Asian Wire Produets Co.,Ltd.

269 Moo 1 Mittraphap Road.

Tambol Kok-Kruad, Amphur Mueang. Nakhon
Ratchasima 30280, Thailand (Manufacturer)
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Customer Name : XXXXX Date : XXXXX
Invoice Number : xxxxx Certificate No : XXXXX
L/C Number ! XXXXX
Raw Material Tensile Strength | length | Diameter of Shank | length of Point | Diameter of Head Bend of shank
Norminal Size SWRM Remark
No. Cast (N/mm’) (mm) (mm) (mm) (mm) (mm)
N 38 1174702 12 865 38.24 2,14 3.16 513 <0.19
i ”1:1745 1174710 HE i2 771 45.43 274:1 o 3.45 5.79 <0.23
N Sl-l ) 1174705 712 769 50.30 2.74 4.30 6.60 <0.25
N 65 42005 17 T 75071 64.80 3.05 P 13‘33 725 <0.33
N75 1201 17 4| 7524 341 E\\“. VY Vs o <038
N 90 11194 17 713 89.81 3.73 4,91 8.90 <0.45
7; 100 29158" | 17 651 100.41 o 7719 7 6.43 9.85 :0; S
.__1\—1.115 11190 17 674 115.33 _ __4—18 6.39 9.74 <0.58
N 125 = 1 31225 i? I 619 123.91 4.59 6.49 10.27 <0.63
N 150 1174614 17 | 672 149.80 5.19 ;26 11.48 <0.75

We hereby certify that the material described herein have been made in conformity

with standards of the Japanese Industrial Standards ( JIS - A5508 )

Approved By




